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Grain size (µm)

Grain size (µm)

-5° C

Mean = 83 µm
Peak = 60 µm
Count = 144 

Mean = 108 µm
Peak = 40 µm
Count = 40 

Mean = 171 µm
Peak = 80 µm
Count = 162 

Mean = 120 µm
Peak = 40 µm
Count = 781 

γ = 0.62

γ = 0.69 Averaged KAM = 0.008

γ = 1.4

γ = 1.5

PIL82

PIL87
PIL94

(a) (b)Averaged KAM = 0.010

Averaged KAM = 0.009

Averaged KAM = 0.013


